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Abstract: Iron hollow sphere filled aluminum matrix syntactic foams (AMSFs) were produced
by low pressure, inert gas assisted infiltration. The microstructure of the produced AMSFs was
investigated by light and electron microscopy, extended by energy dispersive X-ray spectroscopy
and electron back-scattered diffraction. The investigations revealed almost perfect infiltration
and a slight gradient in the grain size of the matrix. A very thin interface layer that ensures
good bonding between the hollow spheres and the matrix was also observed. Compression tests
were performed on cylindrical specimens to explore the characteristic mechanical properties of
the AMSFs. Compared to other (conventional) metallic foams, the investigated AMSFs proved
to have outstanding mechanical properties (yield strength, plateau strength, etc.) and energy
absorbing capability.
Keywords: metal matrix composites; cellular materials; metallic foams; syntactic foams;
hollow sphere; mechanical characterization; compression; microstructure; electron back-scattered
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1. Introduction
Metal matrix syntactic foams (MMSFs) are hollow inclusion reinforced metal matrix composites.
The hollow inclusions are usually spherical and they are made from high strength materials (glass,
ceramics or metals). Therefore they ensure certain reinforcement and due to the hollow inclusions,
the composite has a definite and more or less regular foam structure. The most common matrix
material of the MMSFs is some kind of aluminum alloy (aluminum matrix syntactic foams (AMSFs)),
but recently MMSFs with Mg [1–5], Zn [6,7], Ti [8] or heavier (but cheaper) steel [9–15] matrices were
developed. In addition, steel based MMSFs were also investigated [16,17]. The hollow spheres are
made from glass (amorphous SiO2 and other oxides), Al2O3, SiC [5,18] or less often some kind of Fe
based (steel) alloy. Beside the reinforcing effect of the steel hollow spheres another important reason
for their application is their relatively low cost compared to Al2O3 or SiC hollow spheres. This is an
important economic issue in the spreading of MMSFs, therefore special efforts were made to apply
other low cost filler materials [19–23]. Considering the production methods, stir casting [24] and
gravitational casting [14,20,21] are the most commonly applied methods, however, successful tests
proved the reliability of a powder metallurgy route too [8,25,26].
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In our case, the reinforcement consists of a set of iron hollow spheres. The properties of the most
similar MMSFs were investigated by the research team of Rabiei [27,28]. They developed a new closed
cell foam type, called composite metal foams (CMFs). CMF is comprised of steel hollow spheres
packed into a random dense arrangement, with the interstitial space between spheres infiltrated with
a casting aluminum alloy (generally speaking, they can be considered as MMSFs too). The measured
density of the composite material was 2.4 g¨ cm´3, with a relative density of 41.5%. The developed
CMFs showed superior compressive strength (67 MPa over a region of 10%–50% strain) and energy
absorption capacity. The densification began at ~50% strain, and the energy absorption up to 50%
strain was ~30 MJ¨m´3. Later, Neville and Rabiei [29,30] produced CMFs by powder metallurgy.
CMFs were processed by filling the vacancies between densely packed steel hollow spheres with steel
powder and sintering them into a solid cellular structure. The relative densities of the products were
in the range of 32.4%–38.9%. Although denser than other foams, the produced CMFs displayed again
superior compressive strengths and energy absorption capabilities. The plateau strength to density
ratio for the carbon steel matrix samples were in the range of 12–31.9 MPa¨g´1 cm3 and for stainless
steel matrix samples 43.7 MPa¨g´1 cm3. The energy absorption up to densification for carbon
steel and stainless steel samples ranged from 18.9 to 41.7 MJ¨m´3 and ~67.8 MJ¨m´3, respectively.
Subsequently, the same research group [17] characterized the compressive fatigue properties of the
afore-mentioned CMFs. Under compression fatigue loading, the CMF samples proved high cyclic
stability at maximum stress levels up to 90 MPa. The deformation of the CMF samples was divided
into three stages: (i) linear increase in strain with fatigue cycles; (ii) minimal strain accumulation in
large number of cycles; and (iii) rapid strain accumulation within few cycles resulting in complete
failure. Considering the structure of the foams, CMFs underwent a uniform deformation, unlike
the regular metal foams, which deformed along collapse bands at weaker sections. The most
significant features that determine the fatigue life of the CMFs were considered to be the sphere
wall thickness and diameter, sphere and matrix materials, processing techniques and the strength of
bonding between the spheres and matrix. The performance of the CMFs under simple, three-point
bending was also evaluated along with simultaneous acoustic emission monitoring [31]. The results
showed high maximum bending strength up to 86 MPa. Acoustic emission behavior showed that the
dominating failure mechanism of cast CMF was the brittle fracture of intermetallic phases that exist at
the interface of the spheres, whereas in powder metallurgy samples, the failure was governed by the
propagation of pre-existing micro-porosities in the matrix resulting in a complete ductile failure. More
recently, Rabiei and Garcia-Avila [16,32] investigated the effect of loading rate (up to 26 m¨ s´1) on the
mechanical properties of CMFs. The yield and plateau strength as well as the energy absorption
capabilities of the CMFs were increased with increasing loading rate and by decreasing sphere sizes.
The features controlling the life time and performance of CMFs under static and dynamic loading
were categorized into two main groups: (i) controls the yield and plateau strength of the foam at
lower strain levels, that includes bonding strength between the spheres and matrix (depending on
the spheres’ surface roughness and on the chemical composition gradient in the interface layer);
and (ii) controls the relative density, densification strain and plateau strength at higher strain levels
(depending on the sphere diameter and the porosity content in both spheres and matrix).
The aim of this study is to explore the microstructure and the mechanical properties of Al alloy
based, iron hollow sphere filled syntactic foams.
2. Results and Discussion
In this section the results of the microstructural and mechanical investigations are discussed. All
tests were performed on Fe hollow sphere filled AMSFs produced by low-pressure infiltration. The
investigated materials were designated by a code consisting of the matrix (the amounts of alloying
elements are in mass percent, see Table 2) and the heat treatment, for example: AlSi12-O designates an
AMSF specimen with AlSi12 matrix (contains 12 wt % Si) in solution treated condition (O), AlCu5-T6
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is for an AMSF with AlCu5 matrix (contains 5 wt % Cu) and in T6 (solution treated and artificially
aged) condition.
2.1. Microstructure
The typical and general microstructure of the investigated AMSFs is represented in Figure 1.
This figure shows typical micrographs of the as-cast and etched (Keller’s reagent) samples. In
Figure 1a, a hollow sphere surrounded by others is highlighted in the Al99.5-O sample. The applied
GM (abbreviation for the trade name GloboMet) grade hollow spheres are spherical in shape and
have quite high porosity in their wall. Note that the small gaps between the hollow spheres were
completely filled by the pressure infiltration (for example in the right side of Figure 1b or right-bottom
in Figure 1c). The grains of the matrix material are equiaxed with typical size of ~10–50 µm. In
Figure 1b, the very fine Al-Si eutectic structure of AlSi12-O samples can be clearly observed. The
density of the Si lamellae seems to be higher near to the hollow spheres. Figure 1c is similar
to Figure 1a, and presents the microstructure of AlMgSi1-O sample, equiaxed grains and perfect
infiltration can be seen. Figure 1d shows the AlCu5-O sample. The micrograph exhibits fine structure
and some primer CuAl2 precipitations.
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Figure  1. Micrograph  of  a  typical  GM  grade  iron  hollow  sphere  in  (a)  Al99.5‐O;  (b)  AlSi12‐O;  
(c) AlMgSi1‐O; and (d) AlCu5‐O AMSF. 
From a microstructural point of view, one of  the most critical parts of  the particle reinforced 
composites is the interface layer between the reinforcement (GM grade hollow spheres in this case) 
and  the  matrix  material.  This  layer  is  responsible  for  the  transfer  of  the  loading  from  the  
matrix material  to  the  reinforcing hollow  spheres.  In  the Al‐Fe  system,  a  few  chemical  reactions 
(Equations (1)–(3)) can occur during the production process and in the liquid state of the infiltrating 
matrix material. The below listed reactions are diffusion reactions and the propelling force is the Fe 
concentration mismatch between the hollow spheres’ walls and the matrix material (note, that the 
last reaction occurs only in the case of AlSi12 and AlMgSi1 matrices). 
ܨ݁௦௢௟௜ௗ ൅ ܣ݈௟௜௤௨௜ௗ ⇔ ܨ݁ܣ݈௟௜௤௨௜ௗ ௦௢௟௨௧௜௢௡ (1) 
ܨ݁௦௢௟௜ௗ ൅ 3ܣ݈௟௜௤௨௜ௗ ⇔ ܣ݈ଷܨ݁௦௢௟௜ௗ (2) 
ܨ݁௦௢௟௜ௗ ൅ ܵ݅௟௜௤௨௜ௗ ⇔ ܨ݁ܵ݅௦௢௟௜ௗ (3) 
Figure 1. Micrograph of a typical GM grade iron hollow sphere in (a) Al99.5-O; (b) AlSi12-O;
(c) AlMgSi1-O; and (d) AlCu5-O AMSF.
From a microstructural point of view, one of the most critical parts of the particle reinforced
composites is the interface layer between the reinforcement (GM grade hollow spheres in this
case) and the matrix material. This layer is responsible for the transfer of the loading from the
matrix material to the reinforcing hollow spheres. In the Al-Fe system, a few chemical reactions
(Equations (1)–(3)) can occur during the production process and in the liquid state of the infiltrating
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matrix material. The below listed reactions are diffusion reactions and the propelling force is the Fe
concentration mismatch between the hollow spheres’ walls and the matrix material (note, that the last
reaction occurs only in the case of AlSi12 and AlMgSi1 matrices).
Fesolid ` Alliquid ô FeAlliquid solution (1)
Fesolid ` 3Alliquid ô Al3Fesolid (2)
Fesolid ` Siliquid ô FeSisolid (3)
These reactions can be beneficial because a strong bonding layer can be formed on the surface
of the hollow spheres. However, if the system is not cooled fast enough the reactions can result in
the complete dissolution of the hollow spheres’ walls and the composite may lose its foam structure.
To investigate the interface layer energy dispersive spectroscopy (EDS) measurements along lines
perpendicular to the wall of a hollow sphere were performed as shown in Figure 2. The measurements
were always started from the matrix material in the direction of the hollow spheres.
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Figure 2. Line EDS profiles of (a) Al99.5‐O; (b) AlSi12‐O; (c) AlMgSi1‐O; and (d) AlCu5‐O AMSFs.  
The lines and direction of measurements are shown in the inset images. 
In  the  simplest  case  (Al99.5‐O AMSFs),  an  approximately  5‐μm  thick  interface  layer  can be 
observed  between  the  hollow  sphere  and  the matrix material  (Figure  2a). At  the middle  of  the 
interface  layer, an O peak can be observed because  the Fe hollow  spheres were exposed a  slight 
oxidation  during  the  preheating  process  of  the  production  (see  Section  3.1).  There  were  no  
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Figure 2c shows a more complex situation in which the iron hollow sphere was originally broken and 
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porous nature of the iron spheres’ wall; these porosities were also penetrated by Al in the case of this 
distinguished  broken  sphere. A  similar,  infiltrated  sphere  from  the AlCu5‐O  foam  is  shown  in  
Figure 2d. Besides  the oxide  layer on  the wall  surfaces and  the  corresponding  changes  in  the Al 
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Figure 2. Line EDS profiles of (a) Al99.5-O; (b) lSi12-O; (c) AlMgSi1-O; and (d) AlCu5-O AMSFs.
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In the simplest case (Al99.5-O AMSFs), an approximately 5-µm thick interface layer can be
observed between the hollow sphere a atrix material (Figure 2a). At the middle of the
interface layer, an O peak can be observed se the Fe hollow spheres were exposed a slight
oxidation during the reheating process of the production (see Section 3.1). There were no needle-like
precipitations (common for Al-Fe intermetallics) observed in the vicinity of the outer surface. In the
case of AlSi12-O foams (Figure 2b), the thickness of the interface layer was ~10 µm. Near to the outer
edge (left side) of the wall a primer Si precipitation (Si peak in the graph) can be observed. The Fe
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content increased rapidly from ~7.5 µm, indicating the outer edge of the wall. In the next ~10 µm, the
Al and O content also increased indicating the reaction between the oxide layer on the outer surface of
the spheres and liquid aluminum, presumably resulting in a thin Al2O3 layer. Figure 2c shows a more
complex situation in which the iron hollow sphere was originally broken and the liquid aluminum
could fulfill the sphere during the production (infiltration). Higher O content was measured at both
the outer and inner surfaces of the sphere due to the oxidization during the pre-heating. The thickness
of the interface layers measured ~10 µm. Again, the O had peaks at both surfaces along with the
stabilization of Al content confirming the afore-mentioned reaction between Al and O. The sudden
changes in the Fe content and parallel in the Al and O content highlight the porous nature of the iron
spheres’ wall; these porosities were also penetrated by Al in the case of this distinguished broken
sphere. A similar, infiltrated sphere from the AlCu5-O foam is shown in Figure 2d. Besides the oxide
layer on the wall surfaces and the corresponding changes in the Al content, a CuAl2 precipitation was
crossed just before the outer surface of the sphere. Additionally, some Cu was also detected in the
~10 µm thick interface layers along with the Al and O content, indicating that, during cooling, the Cu
rich particles tend to solidify on the surface of the spheres.
The EBSD investigation of the cross-section of the iron hollow sphere walls indicated
polycrystalline structure and quite extensive porosity. The porosity can be observed in Figure 3a in the
form of dark grey or black areas. Figure 3b shows the inverse pole image of the investigated area, no
distinguished crystalline directions were observed, the black areas are representing the porosity from
which no signs could be gathered. Figure 3c represents the image quality map of the investigated area,
showing acceptable sign strength: the average image quality was 135 (image quality is a measure of
the Kikuchi bands’ intensities, which is linked with the sharpness of the bands; higher image quality
means more reliable results). For a porous and soft material, like the wall of the spheres, 135 can be
considered as satisfying image quality.
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Figure 3. (a) SEM image; (b) EBSD image; and (c) image quality map of the iron sphere wall (cross‐section). 
EBSD  investigations were also performed close to the hollow spheres  in order to explore any 
effect on the grain size or grain alignment (a typical site is shown in Figure 4). In the very vicinity of 
the hollow spheres, the average grain size in the matrix material was somewhat lower than far from 
the  spheres.  This  can  be  explained  by  the  effect  of  the  roughness  of  hollow  spheres  on  the 
solidification mechanism, as grain initialization site. Both the larger and smaller grains are equiaxed. 
Regarding the alignment and orientation of the individual grains, no distinguished directions have 
been found. The image quality map shows good sign strength from the larger grains, but the smaller 
ones resulted in lower image quality. 
 
Figure 4. (a) EBSD image and (b) image quality map of Al99.5‐O AMSF. 
2.2. Compressive Behavior and Properties 
During  the  compression  tests,  the  engineering  stress–engineering  strain  curves  from  the 
measurements were registered. A typical curve is shown in Figure 5. The recorded graphs follow the 
typical form of metallic foams, with a short linearly elastic section, a plateau region and subsequent 
Figure 3. (a) SEM image; (b) EBSD image; and (c) image quality map of the iron sphere wall
(cross-section).
EBSD investigations were also performed close to the hollow spheres in order to explore any
effect on the grain size or grain alignment (a typical site is shown in Figure 4). In the very vicinity
of the hollow spheres, the average grain size in the matrix material was somewhat lower than far
from the spheres. This can be explained by the effect of the roughness of hollow spheres on the
solidification mechanism, as grain initialization site. Both the larger and smaller grains are equiaxed.
Regarding the alignment and orientation of the individual grains, no distinguished directions have
been found. The image quality map shows good sign strength from the larger grains, but the smaller
ones resulted in lower image quality.
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2.2. Compressive Behavior and Properties
During the comp ssion tests, the engineering stress–engine ring strain curves from the
measurements were registered. A typical curve is shown in Figure 5. The recorded graphs follow the
typical form of metallic foams, with a short linearly elastic section, a plateau region and subsequent
densification. There are some characteristic properties that can be obtained from the curves according
to the ruling standard [33]. The most important characteristic property in the design point of
view is the yield strength (σY (MPa)) that was determined at 1% plastic deformation. At this
strain and corresponding stress level, macroscopic cracks could be observed on the surface of the
specimens; the cracks usually initiated in the vicinity of the hollow spheres. The next important
strength value is the plateau strength σPLT (MPa)), that was determined as the average stress level
between 10% and 40% strains (the limits were selected according to the recommendations of the
standard [33]). The investigated AMSFs showed continuously increasing plateau region representing
deformation hardening nature. Besides the strength values the structural stiffness S (MPa)) of the
material (recognized as the slope of the initial part of the graph) is also an important (elastic)
property. Finally, the energy values absorbed up to the appearance of the first crack and up to
the end of the compression are also important characteristic properties, respectively. The energy
level required to initialize the fracture process can be calculated as the integral of the curve up
to 1% overall deformation (the area under the curve up to 1%, W1% (MJ¨m´3)). The overall
absorbed mechanical energy W (MJ¨m´3) can be determined as the area under the whole curve. The
aforementioned mechanical properties are the characteristic properties of the AMSFs and they were
monitored in the case of all produced material types. Figure 5 shows the graphical presentation of
the characteristic properties.
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Figure 5. Typical compressive response of AMSFs and the interpretation of the characteristic properties. 
Regarding  the  strength values  (Figure 6),  the Al99.5‐O AMSFs  showed  the  lowest yield and 
plateau strengths. Both characteristic strengths increased significantly due to the alloying (solution 
hardening), however  the alloying elements had quite different efficiency: Cu was  found  to be  the 
most effective and resulted  in ~+40 MPa (~150%) and ~+35 MPa  (~100%) higher yield and plateau 
strength  compared  to Al99.5‐O  specimens,  respectively. Note  that  the  higher  strength AlCu5‐O 
AMSFs had significantly wider standard deviation because of the more stochastic fracture behavior 
of  the  higher  strength  matrix  material.  The  T6  heat‐treated  specimens  showed  even  higher  
yield  strength  values,  generally  ~30%  higher  than  the  specimens with  solution  heat  treatment. 
Compared to the Al99.5‐O samples (σ௒ = 26 ± 1 MPa) about four times higher yield strength can be 
achieved by T6 treated AlCu5 matrix (σ௒ = 98 ± 9 MPa). Moreover, the aged specimens also had higher 
plateau strength values than that of the solution heat‐treated ones, as it was expected. The plateau 
strength is also important in the energy absorption point of view. The stress level of this region has 
distinguished role. For example, in the case of collision dampers, longer plateaus characterized by 
lower stress levels are more beneficial than the shorter plateaus with higher stress levels, because the 
reaction forces and the effects on the personnel may be lower. 
Figure 5. Typical compressive response of AMSFs and the interpretation of the characteristic properties.
7931
Materials 2015, 8, 7926–7937
Regarding the strength values (Figure 6), the Al99.5-O AMSFs showed the lowest yield and
plateau strengths. Both characteristic strengths increased significantly due to the alloying (solution
hardening), however the alloying elements had quite different efficiency: Cu was found to be the most
effective and resulted in ~+40 MPa (~150%) and ~+35 MPa (~100%) higher yield and plateau strength
compared to Al99.5-O specimens, respectively. Note that the higher strength AlCu5-O AMSFs had
significantly wider standard deviation because of the more stochastic fracture behavior of the higher
strength matrix material. The T6 heat-treated specimens showed even higher yield strength values,
generally ~30% higher than the specimens with solution heat treatment. Compared to the Al99.5-O
samples (σY = 26˘ 1 MPa) about four times higher yield strength can be achieved by T6 treated AlCu5
matrix (σY = 98˘ 9 MPa). Moreover, the aged specimens also had higher plateau strength values than
that of the solution heat-treated ones, as it was expected. The plateau strength is also important in the
energy absorption point of view. The stress level of this region has distinguished role. For example, in
the case of collision dampers, longer plateaus characterized by lower stress levels are more beneficial
than the shorter plateaus with higher stress levels, because the reaction forces and the effects on the
personnel may be lower.Materials 2015, 8, page–page 
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Figure 6. Yield and plateau strength values of the investigated AMSFs. 
Considering the structural stiffness values (Figure 7), again, the unalloyed matrix AMSF showed 
the  lowest value. Both the low amount Mg‐Si and Cu alloying exhibited significant improvement, 
similarly to the quite large amount of Si alloying in the case of AlSi12‐O specimens. The latter, nearly 
eutectic matrix had about twice as high stiffness, than the unalloyed Al99.5 samples, due to the high 
Young modulus of the Si precipitations (130–169 MPa, depending on the crystal orientation). In T6 
treated conditions, the hardening mechanism increased the structural stiffness as well, the increment 
was minimal, ~5%–10% as it was experienced in the case of strength values too. 
 
Figure 7. Structural stiffness values of the investigated AMSFs. 
The fracture energies followed the trends of the yield strength (Figure 8), because the limits of 
the integration aiming to calculate the fracture energies were the same. The highest fracture energy 
therefore was shown by the AlCu5‐O foams. The same trends were observed in the case of the total 
absorbed energies: the stochastic nature and higher scatter [34] of the plateau and densification region 
was more pronounced, as it can be also deduced from the higher scatter bands plotted around the 
discrete values in Figure 8. The T6 heat treatment ensured higher absorbed energies in the case of 
AlMgSi1‐O and AlCu5‐O AMSFs, respectively. The increment in the absorbed energies was ~30% in 
both cases of fracture and total energies. 
As  it could be seen  in  the previous paragraphs  the mechanical properties of  the  investigated 
AMSFs  are  outstanding  compared  to  the  conventional  metallic  foams  and  therefore  they  are 
promising materials for collision dampers and lightweight structural parts. 
Figure 6. Yield and plateau strength values of the investigated AMSFs.
Consid ring the struc ural stiffness values (Figure 7), again, t e unalloyed matrix AMSF showed
the lowest value. Both the low amount Mg-Si and Cu alloying exhibited significant improvement,
similarly to the quite large amount of Si alloying in the case of AlSi12-O specimens. The latter, nearly
eutectic matrix had about twice as high stiffness, than the unalloyed Al99.5 samples, due to the high
Young modulus of the Si precipitations (130–169 MPa, depending on the crystal orientation). In T6
treated conditions, the hardening mechanism increased the structural stiffness as well, the increment
was minimal, ~5%–10% as it was experienced in the case of strength values too.
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therefore was shown by the AlCu5‐O f ams. The same rends w e obs ved in the case of the total
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promising materials for collision dampers and lightweight structural parts. 
Figure 7. Structural stiffness values of the investigated AMSFs.
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The fracture energies followed the trends of the yield strength (Figure 8), because the limits of
the integration aiming to calculate the fracture energies were the same. The highest fracture energy
therefore was shown by the AlCu5-O foams. The same trends were observed in the case of the total
absorbed energies: the stochastic nature and higher scatter [34] of the plateau and densification region
was more pronounced, as it can be also deduced from the higher scatter bands plotted around the
discrete values in Figure 8. The T6 heat treatment ensured higher absorbed energies in the case of
AlMgSi1-O and AlCu5-O AMSFs, respectively. The increment in the absorbed energies was ~30% in
both cases of fracture and total energies.
As it could be seen in the previous paragraphs the mechanical properties of the investigated
AMSFs are outstanding compared to the conventional metallic foams and therefore they are
promising materials for collision dampers and lightweight structural parts.Materials 2015, 8, page–page 
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Figure 8. Absorbed mechanical energy values of  the  investigated AMSFs up  to  the  initial  fracture  
(ε = 1%) and to the end of the test (ε = 50%). 
3. Experimental Section 
In  this  section,  the  production  process,  the  applied  materials,  and  the  circumstances  and 
specialties of the investigations and sample preparation are detailed. 
3.1. Production of the AMSF Blocks and Samples 
Four different AMSF were produced by low‐pressure inert gas assisted infiltration technique. 
The applied matrices were Al alloys (Table 1). Globomet (GM) grade hollow pure Fe spheres were 
used as filler material (supplied by Hollomet GmbH, Dresden, Germany [35]). The average diameter 
of the hollow spheres was 1.92 ± 0.07 mm (obtained by measuring 1000 hollow spheres on an Olympus 
SZX 16 stereo microscope). The nominal wall thickness of the hollow spheres was 23 ± 0.6 μm, while 
their density was 0.393 g∙cm−3. 
Table 1. Chemical composition and basic properties of the constituent materials (measured by EDS). 
Matrix  Chemical Element (wt %) Young Modulus, ࡱ૙ (GPa)  Density, ࣋ (g cm−3) Al  Mg  Si  Cu  Fe Other
Al99.5  99.5  –  0.1  –  0.1  0.3  69.0  2.71 
AlSi12  86.0  0.1  12.8  –  0.1  1.0  78.6  2.65 
AlMgSi1  97.0  1.1  1.1  –  0.5  0.3  70.0  2.70 
AlCu5  95.0  –  –  4.5  –  0.5  73.1  2.81 
Fe sphere wall  –  –  –  –  99.9  0.1  212.0  7.80 
For the infiltration process, a special mold was prepared (Figure 9). The mold (#7) was coated by 
a FormKote T‐50 graphite  layer  (Everlube Products, Peachtree City, GA)  in order  to  facilitate  the 
composite  removal. The mold was  filled  halfway  by  the  hollow  spheres  (#6) during  continuous 
tapping (to achieve ~65% volume fraction [36,37]). The filler was fixed in position by a 316L stainless 
steel net (#5) and pre‐heated in a furnace (Lindberg/Blue M) to 300 °C for 0.5 h. Meanwhile, the matrix 
material was melted  and  overheated  (Tmelting  +  50  °C)  in  a  Power‐Trak  15–96  induction  furnace.  
The molten matrix material (#4) was poured into the mold and the inert gas (Ar) was injected into the 
system through a pressure reducer and the pipe system (#1 and #2) to ensure the 400 kPa infiltration 
pressure. The gas from the spaces between the hollow spheres was exhausted through an Al2O3 mat 
(#9) stuffed pipe (#8) at the bottom of the mold. After rapid solidification, the mold was opened by 
milling and the AMSF block was removed. For further details, please refer to [34]. 
The  density  of  the  AMSF  blocks  were  measured  by  Archimedes’  method:  1.41  g∙cm−3,  
1.42  g∙cm−3,  1.60  g∙cm−3  and  1.72  g∙cm−3  for  the  Al99.5,  AlSi12,  AlMgSi1  and  AlCu5  AMSFs, 
respectively. The AMSF blocks were solution treated (at 520 °C for 1 h, water cooled). Due to the cold 
aging nature of  the Cu containing Al alloys,  the  tests were done  immediately after  the cooling  to 
avoid  any  effect  of  natural  aging.  The AlMgSi1  and AlCu5  specimens were  also  tested  in  aged 
condition (T6 treatment: (i) homogenization at 530 °C for 1 h, water cooled and (ii) aging at 170 °C for 
14 h, water cooled). Again, the specimens were tested immediately after the aging. 
Figure 8. Absorbed mechanical energy values of the investigated A SFs up to the initial fracture
(ε = 1%) and to the end of the test (ε = 50%).
3. Experimental Section
In this section, the production process, the applied materials, and the circumstances and
specialties of the investigations and sample preparation are detailed.
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steel net (#5) and pre-heated in a furnace (Lindberg/Blue M) to 300 ˝C for 0.5 h. Meanwhile, the
matrix material was melted and overheated (Tmelting + 50 ˝C) in a Power-Trak 15–96 induction
furnace. The molten matrix material (#4) was poured into the mold and the inert gas (Ar) was injected
into the system through a pressure reducer and the pipe system (#1 and #2) to ensure the 400 kPa
infiltration pressure. The gas from the spaces between the hollow spheres was exhausted through an
Al2O3 mat (#9) stuffed pipe (#8) at the bottom of the mold. After rapid solidification, the mold was
opened by milling and the AMSF block was removed. For further details, please refer to [34].
The density of the AMSF blocks were measured by Archimedes’ method: 1.41 g¨ cm´3,
1.42 g¨ cm´3, 1.60 g¨ cm´3 and 1.72 g¨ cm´3 for the Al99.5, AlSi12, AlMgSi1 and AlCu5 AMSFs,
respectively. The AMSF blocks were solution treated (at 520 ˝C for 1 h, water cooled). Due to the
cold aging nature of the Cu containing Al alloys, the tests were done immediately after the cooling
to avoid any effect of natural aging. The AlMgSi1 and AlCu5 specimens were also tested in aged
condition (T6 treatment: (i) homogenization at 530 ˝C for 1 h, water cooled and (ii) aging at 170 ˝C
for 14 h, water cooled). Again, the specimens were tested immediately after the aging.Materials 2015, 8, page–page 
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Figure 9. Schematic sketch of the infiltration chamber. 
3.2. Sample Preparation and Microstructural Analysis 
The samples for the microscopic investigations were cold mounted and prepared according to 
the details of Table 2. The grinding and polishing steps were performed on a Buehler Beta automatic 
grinding‐polishing machine.  The  optical microscopy  images were  taken  on  an Olympus  PMG3 
microscope.  For  the  optical  microscopic  images,  the  samples  were  etched  by  Keller’s  reagent  
(95 mL H2O, 2.5 mL HNO3, 1.5 mL HCl and 1 mL HF). The SEM images and EDS investigations were 
performed on a Philips XL 30 electron microscope with EDAX Genesis EDS and TSL EBSD detector. 
EDS  line  analyses  were  done  on  polished  surfaces.  The  acceleration  voltage  was  20  kV.  The 
measurement started from the matrix materials and crossed the wall of the hollow sphere. Each point 
was excited for 30 s with 35 μs amplification time. The EBSD measurements required special sample 
preparation. In the case of the iron hollow sphere walls, the method in Table 2 was extended by an 
additional step: polishing on Buehler Vibromet 2 (microcloth, 0.05 SiO suspension, 610 g load). In the 
case of the matrix material, electro‐polishing (Jean Wirtz Poliomat) was applied after the standard 
preparation (Table 2). The applied voltage was 100 V, the polishing time was 30 s. The electrolyte 
consisted of 840 mL ethanol, 125 mL glycerin and 35 mL perchlorethylene acid (65% concentration). 
For the EBSD investigations, the samples were tilted by 70°, the acceleration voltage was 25 kV and 
the investigated area covered 30,000 measurement points. 
Table 2. The steps of the applied grinding and polishing process. 
Abrasive  Time (min) Load (N) Revolution (min−1) Direction 
P 320 SiC  1  22 220 counter 
P 600 SiC  1  22 220 counter 
P 1200 SiC  1  22 220 counter 
P 2400 SiC  1  22 220 counter 
6 μm diamond  15  27 150 counter 
3 μm diamond  6  27 150 counter 
0.05 μm SiO  3  27 125 comply 
3.3. Mechanical Tests 
Six cylindrical specimens for compression tests were machined from each block. The specimens 
were designated according  to  their matrix and heat  treatment  (for example, Al99.5‐O stands  for a 
specimen with Al99.5 matrix and ~65 vol % GM grade hollow spheres in solution treated condition). 
The diameter (D) and the height (H) of the specimens were 14 mm (H/D = 1). The compression tests 
were done on a MTS 810 type universal testing machine in a four column tool at room temperature. 
The surfaces of the tool were hardened to 45 HRC, ground and polished. The specimens and the tool 
were  lubricated with MoS2  content  anti‐seize material.  The  strain  rate was  0.01  s−1  (quasi‐static 
condition). The engineering stress–engineering strain curves were registered and processed according 
to the standard for the compression tests of cellular materials (DIN50134:2008 [33]). 
Figure 9. Schematic sketch of the infiltration chamber.
3.2. Sample Preparation and Microstructural Analysis
The samples for the microscopic investigations were cold mounted and prepared according
to the details of Table 2. The grinding and polishing steps were performed on a Buehler Beta
automatic grinding-polishing machine. The optical microscopy images were taken on an Olympus
PMG3 microscope. For the optical microscopic images, the samples were etched by Keller’s reagent
(95 mL H2O, 2.5 mL HNO3, 1.5 mL HCl and 1 mL HF). The SEM images and EDS investigations
were performed on a Philips XL 30 electron microscope with EDAX Genesis EDS and TSL EBSD
detector. EDS line analyses were done on polished surfaces. The acceleration voltage was 20 kV. The
measurement started from the matrix materials and crossed the wall of the hollow sphere. Each point
was excited for 30 s with 35 µs amplification time. The EBSD measurements required special sample
preparation. In the case of the iron hollow sphere walls, the method in Table 2 was extended by an
additional step: polishing on Buehler Vibromet 2 (microcloth, 0.05 SiO suspension, 610 g load). In the
case of the matrix material, electro-polishing (Jean Wirtz Poliomat) was applied after the standard
preparation (Table 2). The applied voltage was 100 V, the polishing time was 30 s. The electrolyte
consisted of 840 mL ethanol, 125 mL glycerin and 35 mL perchlorethylene acid (65% concentration).
For the EBSD investigations, the samples were tilted by 70˝, the acceleration voltage was 25 kV and
the investigated area covered 30,000 measurement points.
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Table 2. The steps of the applied grinding and polishing process.
Abrasive Time (min) Load (N) Revolution (min´1) Direction
P 320 SiC 1 22 220 counter
P 600 SiC 1 22 220 counter
P 1200 SiC 1 22 220 counter
P 2400 SiC 1 22 220 counter
6 µm diamond 15 27 150 counter
3 µm diamond 6 27 150 counter
0.05 µm SiO 3 27 125 comply
3.3. Mechanical Tests
Six cylindrical specimens for compression tests were machined from each block. The specimens
were designated according to their matrix and heat treatment (for example, Al99.5-O stands for
a specimen with Al99.5 matrix and ~65 vol % GM grade hollow spheres in solution treated
condition). The diameter (D) and the height (H) of the specimens were 14 mm (H/D = 1). The
compression tests were done on a MTS 810 type universal testing machine in a four column tool
at room temperature. The surfaces of the tool were hardened to 45 HRC, ground and polished.
The specimens and the tool were lubricated with MoS2 content anti-seize material. The strain
rate was 0.01 s´1 (quasi-static condition). The engineering stress–engineering strain curves were
registered and processed according to the standard for the compression tests of cellular materials
(DIN50134:2008 [33]).
4. Conclusions
From the detailed investigations discussed above, the following conclusions can be drawn.
‚ Low-pressure inert gas infiltration is a proper method to produce AMSFs with high volume
fraction of hollow sphere inclusions.
‚ Depending on the matrix material, a thin interface layer may be formed between the hollow
spheres and the matrix. This layer ensures good bonding and load transfer, resulting in
favorable mechanical properties. EBSD investigations showed that the average grain size in
the vicinity of the hollow spheres was lower than in the matrix, far from the hollow spheres.
The grains had no distinguished directions and were equiaxed.
‚ The standardized mechanical tests revealed beneficial specific mechanical properties. The
matrix material had significant effect on the mechanical properties, as well as the T6 heat
treatment (solution treated and artificially aged). The yield strength (at 1% deformation),
the plateau strength (between 10% and 40% deformation) and the energy absorption
capabilities up to the initialization of fracture (1% deformation) and up to the end of the
test (50% deformation) were increased by ~30% in the case of T6 treatment. The structural
stiffness was also varied with the matrix material, but remained almost unchanged in the case
of T6 treatment.
Acknowledgments: This paper was supported by the János Bolyai Research Scholarship of the Hungarian
Academy of Sciences.
Author Contributions: The investigated materials (AMSFs) were produced in the Metal Matrix Laboratory at
Department of Materials Science and Engineering by A.S., B.K., K.M. and I.N.O. A.S. prepared the specimens
for metallographic investigations. K.M. performed the metallographic experiments. A.S. and B.K. prepared the
specimens for the mechanical tests. K.M. evaluated the results of the mechanical tests. I.N.O wrote the paper.
Conflicts of Interest: The authors declare no conflict of interest.
7935
Materials 2015, 8, 7926–7937
References
1. Daoud, A.; Abou El-khair, M.T.; Abdel-Aziz, M.; Rohatgi, P. Fabrication, microstructure and compressive
behavior of ZC63 Mg–microballoon foam composites. Compos. Sci. Technol. 2007, 67, 1842–1853. [CrossRef]
2. Luong, D.D.; Gupta, N.; Rohatgi, P.K. The high strain rate compressive response of Mg-Al alloy/fly ash
cenosphere composites. JOM 2011, 63, 48–52.
3. Huang, Z.; Yu, S.; Liu, J.; Zhu, X. Microstructure and mechanical properties of in situ Mg2Si/AZ91D
composites through incorporating fly ash cenospheres. Mater. Des. 2011, 32, 4714–4719. [CrossRef]
4. Rocha Rivero, G.A.; Schultz, B.F.; Ferguson, J.B.; Gupta, N.; Rohatgi, P.K. Compressive properties of
Al-A206/SiC and Mg-AZ91/sic syntactic foams. J. Mater. Res. 2013, 28, 2426–2435. [CrossRef]
5. Anantharaman, H.; Shunmugasamy, V.C.; Strbik Iii, O.M.; Gupta, N.; Cho, K. Dynamic properties of silicon
carbide hollow particle filled magnesium alloy (AZ91D) matrix syntactic foams. Int. J. Impact Eng. 2015, 82,
14–24. [CrossRef]
6. Daoud, A. Synthesis and characterization of novel ZnAl22 syntactic foam composites via casting. Mater. Sci.
Eng. A 2008, 488, 281–295. [CrossRef]
7. Daoud, A. Effect of strain rate on compressive properties of novel Zn12Al based composite foams
containing hybrid pores. Mater. Sci. Eng. A 2009, 525, 7–17. [CrossRef]
8. Mondal, D.P.; Datta Majumder, J.; Jha, N.; Badkul, A.; Das, S.; Patel, A.; Gupta, G. Titanium-cenosphere
syntactic foam made through powder metallurgy route. Mater. Des. 2012, 34, 82–89. [CrossRef]
9. Peroni, L.; Scapin, M.; Fichera, C.; Lehmhus, D.; Weise, J.; Baumeister, J.; Avalle, M. Investigation of the
mechanical behaviour of AISI 316L stainless steel syntactic foams at different strain-rates. Compos. B Eng.
2014, 66, 430–442. [CrossRef]
10. Weise, J.; Lehmhus, D.; Baumeister, J.; Kun, R.; Bayoumi, M.; Busse, M. Production and properties of 316L
stainless steel cellular materials and syntactic foams. Steel Res. Int. 2014, 85, 486–497. [CrossRef]
11. Lehmhus, D.; Weise, J.; Baumeister, J.; Peroni, L.; Scapin, M.; Fichera, C.; Avalle, M.; Busse, M. Quasi-static
and dynamic mechanical performance of glass microsphere- and cenosphere-based 316L syntactic foams.
Procedia Mater. Sci. 2014, 4, 383–387. [CrossRef]
12. Luong, D.D.; Shunmugasamy, V.C.; Gupta, N.; Lehmhus, D.; Weise, J.; Baumeister, J. Quasi-static and high
strain rates compressive response of iron and invar matrix syntactic foams. Mater. Des. 2015, 66, 516–531.
[CrossRef]
13. Tas¸demirci, A.; Ergönenç, Ç.; Güden, M. Split hopkinson pressure bar multiple reloading and modeling of
a 316L stainless steel metallic hollow sphere structure. Int. J. Impact Eng. 2010, 37, 250–259.
14. Castro, G.; Nutt, S.R. Synthesis of syntactic steel foam using gravity-fed infiltration. Mater. Sci. Eng. A 2012,
553, 89–95. [CrossRef]
15. Castro, G.; Nutt, S.R. Synthesis of syntactic steel foam using mechanical pressure infiltration. Mater. Sci.
Eng. A 2012, 535, 274–280. [CrossRef]
16. Rabiei, A.; Garcia-Avila, M. Effect of various parameters on properties of composite steel foams under
variety of loading rates. Mater. Sci. Eng. A 2013, 564, 539–547. [CrossRef]
17. Vendra, L.; Neville, B.; Rabiei, A. Fatigue in aluminum–steel and steel–steel composite foams. Mater. Sci.
Eng. A 2009, 517, 146–153. [CrossRef]
18. Cox, J.; Luong, D.D.; Shunmugasamy, V.C.; Gupta, N.; Strbik, O.M., III; Cho, K. Dynamic and thermal
properties of aluminum alloy A356/Silicon carbide hollow particle syntactic foams. Metals 2014, 4, 530–548.
[CrossRef]
19. Fiedler, T.; Taherishargh, M.; Krstulovic´-Opara, L.; Vesenjak, M. Dynamic compressive loading of expanded
perlite/aluminum syntactic foam. Mater. Sci. Eng. A 2015, 626, 296–304. [CrossRef]
20. Taherishargh, M.; Belova, I.V.; Murch, G.E.; Fiedler, T. Low-density expanded perlite-aluminium syntactic
foam. Mater. Sci. Eng. A 2014, 604, 127–134. [CrossRef]
21. Taherishargh, M.; Belova, I.V.; Murch, G.E.; Fiedler, T. On the mechanical properties of heat-treated
expanded perlite-aluminium syntactic foam. Mater. Des. 2014, 63, 375–383. [CrossRef]
22. Taherishargh, M.; Sulong, M.A.; Belova, I.V.; Murch, G.E.; Fiedler, T. On the particle size effect in expanded
perlite aluminium syntactic foam. Mater. Des. 2015, 66, 294–303. [CrossRef]
23. Taherishargh, M.; Belova, I.V.; Murch, G.E.; Fiedler, T. Pumice/aluminium syntactic foam. Mater. Sci. Eng. A
2015, 635, 102–108. [CrossRef]
7936
Materials 2015, 8, 7926–7937
24. Mondal, D.P.; Das, S.; Ramakrishnan, N.; Uday Bhasker, K. Cenosphere filled aluminum syntactic foam
made through stir-casting technique. Compos. A Appl. Sci. Manuf. 2009, 40, 279–288. [CrossRef]
25. Vogiatzis, C.A.; Tsouknidas, A.; Kountouras, D.T.; Skolianos, S. Aluminum–ceramic cenospheres syntactic
foams produced by powder metallurgy route. Mater. Des. 2015, 85, 444–454. [CrossRef]
26. Marin, E.; Lekka, M.; Andreatta, F.; Fedrizzi, L.; Itskos, G.; Moutsatsou, A.; Koukouzas, N.; Kouloumbi, N.
Electrochemical study of aluminum-fly ash composites obtained by powder metallurgy. Mater. Charact.
2012, 69, 16–30. [CrossRef]
27. Rabiei, A.; O’Neill, A.T. A study on processing of a composite metal foam via casting. Mater. Sci. Eng. A
2005, 404, 159–164. [CrossRef]
28. Vendra, L.J.; Rabiei, A. A study on aluminum–steel composite metal foam processed by casting. Mater. Sci.
Eng. A 2007, 465, 59–67. [CrossRef]
29. Neville, B.P.; Rabiei, A. Composite metal foams processed through powder metallurgy. Mater. Des. 2008,
29, 388–396. [CrossRef]
30. Rabiei, A.; Vendra, L.J. A comparison of composite metal foam’s properties and other comparable metal
foams. Mater. Lett. 2009, 63, 533–536. [CrossRef]
31. Brown, J.A.; Vendra, L.J.; Rabiei, A. Bending properties of al-steel and steel-steel composite metal foams.
Metall. Mater. Trans. A 2010, 41, 2784–2793. [CrossRef]
32. Alvandi-Tabrizi, Y.; Whisler, D.A.; Kim, H.; Rabiei, A. High strain rate behavior of composite metal foams.
Mater. Sci. Eng. A 2015, 631, 248–257. [CrossRef]
33. Din 50134 Testing of Metallic Materials—Compression Test of Metallic Cellular Materials; DIN: Berlin,
Germany, 2008.
34. Szlancsik, A.; Katona, B.; Bobor, K.; Májlinger, K.; Orbulov, I.N. Compressive behaviour of aluminium
matrix syntactic foams reinforced by iron hollow spheres. Mater. Des. 2015, 83, 230–237. [CrossRef]
35. Hollomet Gmbh. Available online: http://www.Hollomet.Com/home.Html (accessed on 15 November 2013).
36. Jaeger, H.M.; Nagel, S.R. Physics of the granular state. Science 1992, 5051, 1523–1531. [CrossRef] [PubMed]
37. Torquato, S.; Truskett, T.M.; Debenedetti, P.G. Is random close packing of spheres well defined? Phys. Rev.
Lett. 2000, 84, 2064–2067. [CrossRef] [PubMed]
© 2015 by the authors; licensee MDPI, Basel, Switzerland. This article is an open
access article distributed under the terms and conditions of the Creative Commons by
Attribution (CC-BY) license (http://creativecommons.org/licenses/by/4.0/).
7937
